
 

 

 

 

 

 

 

 

 

 

 

 

Figure 1: Top left: Structures of the precursors. Top middle: MoC film on soda lime glass. Top right: Cross-

section SEM image of a 150 nm thick MoC film on Si substrate. Bottom left: XRD diffractogram from MoC 

film. Bottom middle: Mo 3d XPS spectrum of MoC film. Bottom right: C 1s XPS spectrum of MoC film. 
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