
 

 

 

 

 

 

 

 

 

 

Figure 1. Overlay of Ti 2p and Sn 3d atomic concentration. The concentration of Titanium in green is between 1.7 and 2.4 
percent and the atomic concentration of Tin in red is between 5.0 and 9.3 percent. 

 

 

 


