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Figure 1: The real and imaginary part of the dielectric tensor function for LiGaO₂
derived from the point-by-point fit to experimental Mueller matrix data for the 
mid-infrared spectral range. The dielectric tensor function is shown along 
crystallographic axes a, b, and c.


