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Fig. 1 XRD diagram of α-Fe2O3 nanorod arrays on FTO substrate. 

 

 

 

 

 

 

 

 

 

 

Fig. 2 SEM graphs of (a) FeOOH nanorod arrays, (b) α-Fe2O3 nanorod arrays 
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