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Figure 1: I-V curve of p-I GaAsSb/AlGaAs photodetector dark and under 
illumination of 540 nm wavelength 

 

 

Table-2 Parameter extracted using COMSOL fitting of the I-V curve 

 Dark 540 nm 

Acceptor concentration (cm-3) 1.0x1015 5.0x1017 

µn (cm2V-1s) 1300 1410 

µp (cm2V-1s) 70 70 

 

 

 

 

 

 

 

 

 

 

 

 

 


