
Supplementary Pages 
 

  

Figure 1. a) Schematic band structure of the GaNAs multi-quantum well heterostructures 
investigated in this work. b) Probability density of the eigenstates confined within the AlGaAs 
barriers. 

 

  

Figure 2. HRXRD patterns of the multi-quantum well heterostructures with a) x=0 and b) 
x=30% AlGaAs. 
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